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REFERENCE SAMPLE PROGRAM 
 

COARSE AGGREGATE GRADATION  
 

2013 PROFICIENCY TEST RESULTS 
 
 
1.0 OVERVIEW 
 
In mid-2013, the proficiency test for determining coarse aggregate gradation was initiated.  This 
proficiency test was based on a California Test (CT) method, CT 202 “Method of Test for 
Determining Sieve Analysis for Fine and Coarse Aggregates”.  Approximately 4500 kilograms 
of material for proficiency samples were prepared in the RSP laboratory.  Each set of proficiency 
tests has an established target value to determine prior to sample distribution to minimize 
variability.     
 
The sieve analysis for coarse aggregate determines the particle size distribution of coarse 
aggregates.   
 
The proficiency samples were prepared in accordance to CT 202.  The target sample mass for 
coarse aggregate gradation was 10100 ± 10 grams using materials retained on a #4 sieve.  The 
sample quantities used were deemed adequate to provide accurate results.  The materials used in 
this proficiency tests originated from a single source to maintain uniformity and minimize 
variability. 
 
The premise of the coarse aggregate gradation test was to determine the participating laboratories 
proficiency in conducting the test, suitability of their test equipment, and their ability to achieve 
statistically satisfactory results.   
 
The initial participants for this round of proficiency testing were 334 laboratories that include 
private, local agencies, and Caltrans laboratories.   
 
In determining rating scores, the coarse aggregate gradation test results were based on individual 
sieve sizes.  In other words, each sieve size has its own designated rating score value.  Statistical 
analysis was conducted on each individual data.  The initial statistical analysis result was used as 
the basis for the proficiency scores.   
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2.0 ANALYSIS OF TEST RESULTS 
 
2.1 EVALUATION CRITERIA 
 
Test results were analyzed using a statistical evaluation system in which the mean (X) and 
standard deviation (s) was calculated for each test parameter.  A rating score was then given to 
the test result based on the criteria shown in Table 1.  A test result with a score of 3 or greater 
was considered acceptable.  A test result with a score of 2 or less was considered unacceptable 
and a retest was required. 

Table 1: Evaluation Criteria 

Test Result Rating Interpretation of Results Acceptance 
X ± 1.0s 5 Very Good 

Acceptable X ± 1.5s 4 Good 
X ± 2.0s 3 Fair 
X ± 2.5s 2 Poor Unacceptable X ± 3.0s 1 Very Poor 

 
2.2 INITIAL TESTS 
 
A total of 334 laboratories participated in the coarse aggregate gradation, 173 labs were sent 
sample A and 161 labs were sent sample B. Analyses for outliers in accordance with ASTM E 
178 were conducted for the coarse aggregate gradation.  After excluding outliers, 173 scores 
were analyzed for sample A and 156 scores for sample B. Table 2 summarizes the coarse 
aggregate gradation outliers.  After excluding the outliers from the data set, the mean and 
standard deviation for each test parameter was calculated to determine the score for each of the 
respective test parameters. The initial statistical analysis for coarse aggregate gradation is 
summarized for sample A in Table 3 and for sample B in Table 4.   
 

Table 2:  Labs and Tests Results Considered as Outliers for Coarse Aggregate Gradation 

 # of 
Laboratories 

Lab ID # of 
Outliers 

Sieve    
 1” 334 403 1 
¾” 334 157, 206, 207, 587, 443, 110 6 
½” 334 405, 31, 161, 443, 407 5 

3/8” 334 31, 161, 179, 511 4 
# 4 334 179, 511, 349, 182 4 

PAN 334 182, 110, 232, 413, 22, 530, 413, 232, 22 9 
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Table 3: Summary of Initial Test Results for Coarse  
Aggregate Gradation Sample A (CT-202) 

 
Item 

# Lab Averag
e 

Standard 
Deviation 

Number of Labs Achieved Score of 
CT-202 
(coarse) 5 4 3 2 1 

1” 173 0.0015 0.02 172 - - - 1 
% of Total 99% - - - 1% 

¾” 168 5.8 0.9 142 9 5 5 7 
% of Total 85% 5% 3% 3% 4% 

½” 168 34.1 1.8 132 18 6 4 8 
% of Total 79% 10% 4% 2% 5% 

3/8” 169 22 1.3 140 10 7 7 5 
% of Total 83% 6% 4% 4% 3% 

# 4 169 37.1 1.5 147 12 1 0 9 
% of Total 87% 7% 1% 0% 5% 

PAN 172 0.62 0.36 118 38 11 3 2 
% of Total 69 % 22% 6% 2% 1% 

           
Table 4: Summary of Initial Test Results for Coarse  

Aggregate Gradation Sample B (CT-202) 
 

Item 
# Lab Average Standard 

Deviation 

Number of Labs Achieved Score of 
CT-202 
(coarse) 5 4 3 2 1 

1” 156     - - - - - 
% of Total - - - - - 

¾” 156 5.5 0.58 125 10 10 6 5 
% of Total 81% 6% 6% 4% 3% 

½” 156 39.1 1.74 131 6 7 1 11 
% of Total 84% 4% 4% 1% 7% 

3/8” 156 22.9 1.34 133 11 2 4 6 
% of Total 85% 7% 1% 3% 4% 

# 4 156 31.9 1.82 137 7 0 1 11 
% of Total 87% 5% 0% 1% 7% 

PAN 156 0.64 0.64 111 32 4 6 3 
% of Total 71% 20% 3% 4% 2% 
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2.3 RETEST 
 
Laboratories whose test results were considered as outliers and laboratories that achieved a score 
lower than 3 were considered as unsatisfactory.  These laboratories were given additional 
samples to conduct a retest.  The retest summary for coarse aggregate gradation of sample A is 
presented in Table 5 and sample B in Table 6.  Laboratories that failed on the retest were given a 
third sample to test; however, Caltrans IA staff would witness the tester conducting the test.  A 
summary of the IA witness tests is presented in Table 7 and 8 for samples A and B respectively. 

Table 5: Summary of Retest Results for Coarse Aggregate Gradation Sample A (CT-202) 

Item # 
Lab Average Standard 

Deviation 

Number of Labs Achieved Score of 
CT-202 
(coarse) 5 4 3 2 1 

1” 47   0.02 47 - - - - 
% of Total - - - - - 

¾” 47 5.8 0.9 36 2 2 2 5 
% of Total 77% 4% 4% 4% 11% 

½” 47 34.1 1.8 25 5 4 4 9 
% of Total 53% 10% 9% 9% 19% 

3/8” 47 22 1.3 32 6 1 2 6 
% of Total 68% 13% 2% 4% 13% 

# 4 47 37.1 1.5 36 1 2 2 6 
% of Total 77% 2% 4% 4% 13% 

PAN 47 0.62 0.36 27 15 1 0 4 
% of Total 57% 32% 2% 0% 9% 

 
Table 6: Summary of Retest Results for Coarse Aggregate Gradation Sample B (CT-202) 

Item # 
Lab Average Standard 

Deviation 

Number of Labs Achieved Score of 
CT-202 
(coarse) 5 4 3 2 1 

1” 51     51 - - - - 
% of Total - - - - - 

¾” 51 5.5 0.58 29 8 3 8 3 
% of Total 57% 15% 6% 16% 6% 

½” 51 39.1 1.74 32 5 5 3 6 
% of Total 62% 10% 10% 6% 12% 

3/8” 51 22.9 1.34 36 5 4 1 5 
% of Total 70% 10% 8% 2.0% 10% 

# 4 51 31.9 1.82 40 3 5 1 2 
% of Total 78% 6% 10% 2% 4% 

PAN 51 0.64 0.64 29 15 3 3 1 
% of Total 57% 29% 6% 6% 2% 



RSP Coarse Aggregate Gradation                                                                                            May 8, 2013 
Proficiency Test Results   
Office of Roadway Materials Testing    
 

6 

 
 

Table 7: Summary of Witness Test Results for Coarse Aggregate Gradation Sample A  
(CT-202) 

 
Item # 

Lab Average Standard 
Deviation 

Number of Labs Achieved Score of 
CT-202 
(coarse) 5 4 3 2 1 

1” 14     14 - - - - 
% of Total 100% - - - - 

¾” 14 5.8 0.9 7 2 1 2 2 
% of Total 50% 14% 8% 14% 14% 

½” 14 34.1 1.8 8 1 2 1 2 
% of Total 58% 7% 14% 7% 14% 

3/8” 14 22 1.3 10 2 2 0 0 
% of Total 72% 14% 14% 0% 0% 

# 4 14 37.1 1.5 11 1 2 0 0 
% of Total 79% 7% 14% 0% 0% 

PAN 14 0.62 0.36 11 1 1 0 1 
% of Total 79% 7% 7% 0% 7% 

 
Table 8: Summary of Witness Test Results for Coarse Aggregate Gradation Sample B  

(CT-202) 
 

Item # 
Lab Average Standard 

Deviation 

Number of Labs Achieved Score of 
CT-202 
(coarse) 5 4 3 2 1 

1” 7     7 - - - - 
% of Total 100% - - - - 

¾” 7 5.5 0.58 4 1 0 1 1 
% of Total 58% 14% 0% 14% 14% 

½” 7 39.1 1.74 6 0 0 0 1 
% of Total 86% 0% 0% 0% 14% 

3/8” 7 22.9 1.34 6 0 0 0 1 
% of Total 86% 0% 0% 0% 14% 

# 4 7 31.9 1.82 5 1 1 0 0 
% of Total 72% 14% 14% 0% 0% 

PAN 7 0.64 0.64 5 1 1 0 0 
% of Total 72% 14% 14% 0% 0% 
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2.4 OBSERVATIONS 
 
During the initial test there were approximately 98 laboratories that failed coarse aggregate 
gradation test.  A retest was performed by these laboratories for coarse aggregate gradation.  
During the second round of testing most of the laboratories were able to produce acceptable 
results; however, a few laboratories were not able to produce acceptable results.  These 
laboratories were again provided with samples to run the third re-test with Caltrans IA staff 
witnessing the test.  The following observations were noted by Caltrans IA while witnessing the 
retest.  Even with proper calibration and meticulous attention to the instructions, some labs still 
failed due to some unknown problem with the equipment.  Possible cause of the initial failure in 
the coarse aggregate gradation maybe attributed to the following: 
 

 

• Equipment: 
  

o Sieves – if not calibrated or not in a proper working order, inaccurate results for 
each aggregate gradation are obtained which result in incorrect gradation 
percentages.    
 

o Shaker – if not calibrated or not in a proper working condition there will not be 
proper agitation of the aggregate in the sieves.  In addition, the shaking time 
interval (too much time or not enough shaking time) will produce inconsistent 
results.    

 
 

• Test Procedures: 
 

o It was noticed that specific instructions for the CTM were not followed.  
 

o Arithmetic and round-off errors.   
 

 
3.0 SUMMARY 

 
• CT-202 – In the initial round of testing 334 laboratories participated.  98 laboratories 

failed in the initial test.  The failure constitutes laboratories whose results were 
considered outliers and those with results below a score of 3.  Also, labs that after being 
sent a sample didn’t send in results from their test were considered failures.  Samples 
were provided to the 98 failed laboratories for a retest, and 57 laboratories passed.  Forty-
one laboratories failed the retest and of the 41 labs, 27 performed another test with 
Caltrans IA staff witnessing with 5 labs failing and 6 opting out or not sending in results. 

 
4.0 REFERENCES 
 
ASTM, “Standard Practice for Dealing with Outlying Observations,” Designation E 178 – 80. 
 
Caltrans, “Independent Assurance Manual,” Sacramento, July 2005. 
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APPENDIX – A 
 

Test Results from Initial Test for Sample A 
 

CT ID # 
Sieve  
#3/4" 

(g) 
Score 

Sieve  
#1/2" 

(g) 
Score 

Sieve  
#3/8" 

(g) 
Score Sieve  

#4 (g) Score PAN 
(g) Score 

1 608 5 3971 1 2278 5 3147 1 78 5 
2 589 5 3490 5 2191 5 3779 5 37 5 
3 545 5 3460 5 2128 5 3903 4 47 4 
5 609 5 3413 5 2140 5 3801 5 113 5 

10 629 5 3465 5 2127 5 3786 5 60 5 
12 589 5 3485 5 2183 5 3768 5 71 5 
17 630 5 3472 5 2164 5 3795 5 30 5 
18 578 5 3384 5 2296 5 3798 5 32 5 
20 665 5 3455 5 2156 5 3725 5 86 5 
23 575 5 3508 5 2199 5 3667 5 119 5 
29 578 5 3516 5 2163 5 3781 5 51 4 
31 580 5 2578 1 3130 1 3770 5 33 5 
40 496 5 3498 5 2164 5 3821 5 106 4 
41 647 5 3518 5 2295 5 3599 5 34 4 
42 499 5 3450 5 2315 5 3814 5 15 5 
45 500 5 3400 5 2294 5 3868 5 22 5 
47 578 5 3475 5 2182 5 3802 5 57 5 
48 570 5 3284 5 2324 5 3842 5 70 5 
50 481 4 3496 5 2230 5 3814 5 55 3 
53 534 5 3816 2 1932 2 3739 5 58 5 
55 660 5 3470 5 2175 5 3676 5 121 5 
56 556 5 3454 5 2271 5 3707 5 90 4 
58 404 2 3612 5 2228 5 3817 5 29 4 
62 593 5 3454 5 2225 5 3800 5 14 5 
63 639 5 3329 5 2322 5 3704 5 95 4 
65 590 5 3411 5 2214 5 3829 5 36 5 
69 603 5 3837 5 2382 5 3946 5 97 5 
71 393 2 3595 5 2150 5 3848 5 138 4 
73 647 5 3556 5 2110 5 3767 5 15 3 
75 585 5 3117 3 2575 1 3777 5 26 3 
76 552 5 3562 5 2192 5 3676 5 102 5 
80 585 5 3176 4 2523 2 3754 5 43 5 
81 615 5 3385 5 2300 5 3725 5 50 5 
83 525 5 3327 5 2359 4 3827 5 54 5 
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CT ID # 
Sieve  
#3/4" 

(g) 
Score 

Sieve  
#1/2" 

(g) 
Score 

Sieve  
#3/8" 

(g) 
Score Sieve  

#4 (g) Score PAN 
(g) Score 

84 575 5 3449 5 2201 5 3842 5 16 5 
90 609 5 3143 3 2528 2 3749 5 64 5 
93 610 5 3491 5 2149 5 3739 5 98 5 
94 442 3 3577 5 2497 2 3540 4 37 5 
97 597 5 3422 5 2219 5 3786 5 63 5 

102 535 5 3499 5 2169 5 3835 5 47 5 
104 719 4 3392 5 2114 5 3822 5 41 5 
113 620 5 3530 5 2200 5 3516 4 115 4 
114 536 5 3499 5 2216 5 3758 5 80 5 
116 519 5 3452 5 2192 5 3837 5 84 4 
122 623 5 3198 4 2486 2 3674 5 88 2 
137 530 5 3540 5 2090 4 3800 5 0 5 
140 599 5 3551 5 2217 5 3631 5 56 5 
141 266 1 3686 4 2304 5 3760 5 53 4 
142 365 2 3701 4 2181 5 3721 5 124 5 
145 598 5 2811 1 2762 1 3869 5 53 4 
147 584 5 3446 5 2122 5 3862 5 65 5 
149 611 5 3403 5 2180 5 3792 5 104 5 
155 562 5 3396 5 2329 5 3778 5 12 5 
157 1080 2 3037 2 2148 5 3767 5 43 5 
158 582 5 3333 5 2238 5 3847 5 75 4 
159 585 5 3509 5 2211 5 3738 5 40 5 
161 591 5 826 1 4890 1 3780 5 12 5 
163 618 5 3467 5 2184 5 3757 5 59 5 
166 580 5 3438 5 2057 4 3094 1 21 5 
169 575 5 3376 5 2238 5 3804 5 104 5 
170 537 5 3436 5 2196 5 3826 5 101 5 
177 505 5 3592 5 2198 5 3726 5 64 5 
179 547 5 3536 5 3771 1 2218 1 25 4 
182 596 5 3468 5 2190 5 2986 1 834 5 
189 425 3 3846 2 1971 3 3719 5 112 5 
196 496 5 3667 4 2083 4 3825 5 16 5 
197 609 5 3505 5 2175 5 3765 5 28 5 
201 617 5 3344 5 2262 5 3812 5 32 5 
203 589 5 3690 4 2009 3 3751 5 58 5 
205 843 1 3207 4 2186 5 3774 5 70 5 
206 1405  1 2699 1 2132 5 3756 5 87 5 
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CT ID # 
Sieve  
#3/4" 

(g) 
Score 

Sieve  
#1/2" 

(g) 
Score 

Sieve  
#3/8" 

(g) 
Score Sieve  

#4 (g) Score PAN 
(g) Score 

207 1007 2 3123 3 2135 5 3717 5 108 5 
210 557 5 3482 5 2214 5 3768 5 69 5 
213 578 5 3446 5 2250 5 3770 5 46 5 
216 503 5 3398 5 2355 4 3745 5 86 4 
217 600 5 3164 4 2350 4 3901 4 42 5 
221 996 1 3113 3 2173 5 3710 5 71 5 
225 598 5 3499 5 2168 5 3740 5 84 5 
234 440 3 3535 5 2160 5 3900 4 50 4 
244 622 5 3454 5 2170 5 3735 5 108 5 
245 272 1 3662 4 2312 5 3789 5 52 5 
249 677 4 3415 5 2336 5 3623 5 23 5 
250 587 5 3461 5 2339 5 3660 5 41 5 
253 570 5 3486 5 2196 5 3816 5 21 5 
254 609 5 3481 5 2172 5 3773 5 46 5 
255 551 5 3329 5 2318 5 3739 5 146 5 
256 672 5 3364 5 2187 5 3806 5 64 5 
261 628 5 3235 4 2246 5 3942 4 39 5 
265 596 5 3479 5 2176 5 3743 5 96 3 
267 614 5 3982 1 2302 5 3134 1 27 4 
272 486 4 3296 5 2263 5 3938 4 97 2 
273 532 5 3537 5 2173 5 3808 5 38 5 
281 698 4 3379 5 2174 5 3773 5 61 5 
283 866 1 3242 4 2098 5 3807 5 74 5 
284 568 5 3519 5 2169 5 3804 5 33 3 
286 610 5 3398 5 2254 5 3771 5 47 3 
288 662 5 3361 5 2140 5 3812 5 116 5 
293 267 1 3348 5 2577 1 3813 5 74 4 
295 588 5 3445 5 2194 5 3835 5 28 5 
296 597 5 3479 5 2215 5 3667 5 121 5 
297 889 1 3214 4 2119 5 3719 5 152 4 
301 519 5 3570 5 2165 5 3754 5 81 5 
302 604 5 3463 5 2189 5 3789 5 41 4 
308 567 5 3847 2 2351 4 3232 1 91 4 
313 604 5 3355 5 2175 5 3845 5 106 4 
317 510 5 3180 4 2510 2 3850 5 30 4 
319 592 5 3386 5 2219 5 3721 5 167 5 
322 651 5 3424 5 2183 5 3755 5 67 1 
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CT ID # 
Sieve  
#3/4" 

(g) 
Score 

Sieve  
#1/2" 

(g) 
Score 

Sieve  
#3/8" 

(g) 
Score Sieve  

#4 (g) Score PAN 
(g) Score 

323 619 5 3421 5 2215 5 3811 5 24 5 
325 595 5 3339 5 2119 5 3945 4 90 4 
331 796 2 3316 5 2153 5 3742 5 80 5 
332 574 5 3524 5 2139 5 3807 5 38 5 
333 576 5 3415 5 2207 5 3137 1 49 5 
337 631 5 3930 1 2244 5 3207 1 62 3 
349 551 5 3487 5 2166 5 2932  1 46 2 
350 619 5 3487 5 2174 5 3787 5 11 5 
354 663 5 3258 4 2461 3 3634 5 81 5 
360 481 4 3534 5 2113 5 3945 4 16 3 
362 570 5 3280 5 2320 5 3840 5 80 4 
364 553 5 3380 5 2337 5 3787 5 34 3 
366 608 5 3415 5 2200 5 3796 5 68 5 
370 657 5 3731 3 1884 1 3776 5 32 5 
372 633 5 3225 4 2429 3 3680 5 109 4 
375 759 3 3389 5 2198 5 3679 5 58 5 
377 648 5 3430 5 2198 5 3673 5 125 4 
379 565 5 3470 5 2186 5 3842 5 21 5 
381 588 5 3467 5 2193 5 3752 5 0 5 
390 606 5 3441 5 2224 5 3735 5 85 5 
395 603 5 3454 5 2196 5 3755 5 82 5 
396 586 5 3400 5 2255 5 3750 5 88 4 
398 117 4 766 3 614 3 1008 3 8 5 
399 528 5 3530 5 2155 5 3698 5 177 5 
401 619 5 3474 5 2150 5 3774 5 70 5 
403 638 5 3449 5 2215 5 3701 5 50 5 
405 609 5 4145 2 1522 1 3782 5 27 5 
407 395 2 4110 1 2233 5 3291 1 56 5 
419 484 4 3526 5 2240 5 3802 5 29 5 
420 611 5 3449 5 2190 5 3782 5 56 4 
426 583 5 3354 5 2164 5 3907 4 78 4 
431 611 5 3466 5 2131 5 3851 5 28 5 
432 628 5 3413 5 2224 5 3790 5 35 5 
443 2245 1 1873 1 2172 5 3671 5 109 5 
444 565 5 3910 1 2295 5 3250 1 55 4 
448 516 5 3535 5 2177 5 3788 5 43 5 
449 639 5 3443 5 2242 5 3715 5 27 5 
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CT ID # 
Sieve  
#3/4" 

(g) 
Score 

Sieve  
#1/2" 

(g) 
Score 

Sieve  
#3/8" 

(g) 
Score Sieve  

#4 (g) Score PAN 
(g) score 

454 609 5 3442 5 2187 5 3699 5 134 5 
454 609 5 3442 5 2187 5 3699 5 134 4 
457 607 5 3442 5 2285 5 3653 5 104 5 
461 645 5 3439 5 2182 5 3805 5 12 5 
462 625 5 3261 5 2429 3 3691 5 71 4 
479 608 5 3174 4 2527 2 3763 5 11 5 
485 621 5 3472 5 2142 5 3763 5 95 4 
490 560 5 4026 1 2246 5 3152 1 98 1 
508 578 5 3414 5 2275 5 3755 5 60 4 
511 657 5 3481 5 3306 1 2625 1 16 5 
513 596 5 3408 5 2149 5 3855 5 52 5 
515 583 5 3289 5 2253 5 3931 4 8 5 
521 599 5 3343 5 2288 5 3815 5 38 5 
522 490 4 3608 5 2052 4 3896 5 39 5 
524 584 5 3477 5 2180 5 3801 5 43 5 
525 609 5 3386 5 2246 5 3797 5 0 5 
528 570 5 3372 5 2230 5 3908 4 16 5 
531 569 5 3424 5 2163 5 3856 5 86 4 
538 573 5 3523 5 2142 5 3823 5 19 5 
561 566 5 3280 5 2390 4 3822 5 26 5 
564 570 5 3669 4 2090 4 3676 5 88 5 
565 574 5 3507 5 2159 5 3777 5 39 4 
581 623 5 3485 5 2109 5 3828 5 42 5 
582 596 5 3408 5 2145 5 3816 5 74 5 
587 1185 1 2928 1 2097 5 3747 5 130 3 
589 752 3 3361 5 2217 5 3647 5 113 4 
593 597 5 3420 5 2200 5 3826 5 30 5 
605 585 5 3218 4 2463 3 3702 5 88 3 

 
 
Failed       
Passed       
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APPENDIX - B 
 

Test Results from Initial Test for Sample B 
 
 

CT ID # Sieve  
#3/4" (g) Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

6 361 2 4270 3 1776 1 3620 2 83 5 
7 450 4 4100 5 2280 5 3170 5 70 5 
9 603 5 3866 5 2363 5 3163 5 85 5 

11 400 3 4178 4 2293 5 3138 5 79 5 
14 587 5 3847 5 2398 5 3226 5 26 4 
15 388 3 4249 3 2259 5 3120 5 70 5 
16 708 2 3814 5 2367 5 3132 5 59 5 
19 464 4 4240 3 2122 4 3181 5 70 5 
21 582 5 3923 5 2374 5 3172 5 47 5 
27 577 5 3996 5 2297 5 3184 5 25 4 
28 602 5 3880 5 2368 5 3102 5 140 2 
30 501 5 4042 5 2280 5 3150 5 103 4 
32 610 5 3992 5 2390 5 3066 5 32 4 
43 507 5 4068 5 2293 5 3159 5 56 5 
49 662 3 3903 5 2311 5 3104 5 109 4 
54 549 5 3938 5 2365 5 3178 5 47 5 
59 585 5 3902 5 2383 5 3169 5 48 5 
66 391 3 4052 5 2338 5 3257 5 50 5 
67 602 5 3953 5 2294 5 3158 5 87 5 
68 602 5 3987 5 2375 5 3076 5 40 5 
70 523 5 4002 5 2296 5 3210 5 34 5 
82 590 5 3848 5 2465 4 3165 5 27 4 
86 355 2 4124 5 2222 5 3323 5 85 5 
87 523 5 4021 5 2323 5 3163 5 57 5 
88 516 5 3989 5 2343 5 3178 5 62 5 
89 518 5 3857 5 2348 5 3280 5 85 5 
91 380 2 4051 5 2332 5 3249 5 77 5 
92 547 5 3965 5 2335 5 3203 5 34 5 
96 600 5 3994 5 2272 5 3184 5 38 5 
98 571 5 4000 5 2282 5 3184 5 55 5 
99 548 5 4059 5 2310 5 3122 5 52 5 

117 579 5 3962 5 2255 5 3258 5 38 5 
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CT ID # Sieve  
#3/4" (g) Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

118 629 4 3940 5 2350 5 3058 5 87 5 
120 639 4 3756 4 2435 5 3167 5 82 5 
123 338 1 3913 5 2629 2 3115 5 90 5 
124 509 5 4005 5 2301 5 3218 5 44 5 
125 578 5 3992 5 2347 5 3102 5 75 5 
127 609 5 3971 5 2318 5 3156 5 31 4 
128 401 3 3771 5 1944 1 3837 1 107 4 
131 626 4 3928 5 2331 5 3116 5 89 5 
133 578 5 3672 3 2638 2 3130 5 71 5 
135 702 2 3269 1 2283 5 3781 1 41 5 
139 422 3 4176 4 1537 1 3908 1 53 5 
143 527 5 3986 5 2354 5 3194 5 30 4 
144 337 1 4050 5 2455 4 3184 5 52 5 
146 544 5 4005 5 2310 5 3201 5 20 4 
148 542 5 3960 5 2372 5 3143 5 71 5 
154 583 5 3992 5 2264 5 3185 5 58 5 
156 474 5 4072 5 2295 5 3195 5 48 5 
160 599 5 3460 1 2185 5 3767 1 50 5 
164 605 5 3977 5 2359 5 3170 5 58 5 
165 576 5 3979 5 2386 5 3087 5 61 5 
167 511 5 4005 5 2356 5 3137 5 75 5 
180 189 2 2049 4 1030 3 1700 4 30 5 
183 560 5 3891 5 2299 5 3285 5 22 4 
184 579 5 4014 5 2229 5 3143 5 120 3 
187 608 5 3830 5 2438 5 3105 5 108 4 
191 588 5 3850 5 2402 5 3193 5 55 5 
192 434 4 3964 5 2365 5 3275 5 50 5 
195 594 5 3908 5 2332 5 3131 5 85 5 
198 560 5 4008 5 2273 5 3183 5 64 5 
211 567 5 3478 1 2230 5 3771 1 31 4 
214 575 5 4004 5 2322 5 3152 5 33 4 
218 590 5 3966 5 2246 5 3169 5 106 4 
219 608 5 3964 5 2309 5 3134 5 66 5 
222 587 5 3973 5 2253 5 3214 5 49 5 
223 292 1 4255 3 2132 4 3282 5 126 2 
224 554 5 3995 5 2152 4 3387 5 18 3 
226 545 5 3959 5 2380 5 3106 5 100 4 
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B-3 

CT ID # Sieve  
#3/4" (g) Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

227 599 5 3981 5 2323 5 3171 5 26 4 
233 545 5 4005 5 2237 5 3221 5 67 5 
237 335 1 4062 5 2239 5 3385 5 62 5 
238 420 3 4088 5 2305 5 3232 5 50 5 
241 575 5 4011 5 2294 5 3054 5 126 2 
246 448 4 4002 5 2323 5 3259 5 57 5 
252 516 5 3861 5 2517 3 3137 5 57 5 
257 547 5 4033 5 2320 5 3149 5 48 5 
258 554 5 4013 5 2301 5 3150 5 59 5 
263 571 5 3951 5 2234 5 3263 5 66 5 
264 446 4 3947 5 2617 2 3030 4 32 4 
277 595 5 3911 5 2331 5 3160 5 39 5 
282 531 5 3980 5 2372 5 3162 5 46 5 
285 528 5 4058 5 1987 2 3417 4 101 4 
290 451 4 3639 3 2475 4 3433 4 86 5 
292 617 5 3810 5 2359 5 3219 5 89 5 
294 259 1 4279 3 2289 5 3219 5 26 4 
303 537 5 4031 5 2334 5 3159 5 17 3 
309 575 5 3964 5 2297 5 3110 5 134 2 
310 572 5 3979 5 2360 5 3116 5 52 5 
311 471 5 4023 5 2358 5 3168 5 63 5 
312 574 5 3434 1 2186 5 3714 1 178 1 
314 588 5 3403 1 2196 5 3777 1 167 1 
316 610 5 3989 5 2379 5 3064 5 31 4 
318 465 5 4090 5 2240 5 3200 5 60 5 
326 599 5 3991 5 2302 5 3111 5 85 5 
330 622 5 3954 5 2284 5 3100 5 126 2 
334 620 5 3898 5 2414 5 3120 5 25 4 
335 572 5 3434 1 2135 4 3865 1 34 5 
341 600 5 3471 1 2172 4 3804 1 42 5 
342 521 5 3968 5 2375 5 3141 5 87 5 
343 597 5 3948 5 2342 5 3095 5 60 5 
345 484 5 4078 5 2206 5 3236 5 82 5 
347 596 5 3831 5 2457 4 3179 5 20 4 
348 587 5 3978 5 2317 5 3131 5 52 5 
351 558 5 3750 4 2394 5 3334 5 53 5 
352 613 5 3925 5 2292 5 3141 5 114 3 
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B-4 

CT ID # Sieve  
#3/4" (g) Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

353 601 5 4000 5 2402 5 3001 4 87 5 
356 538 5 3996 5 2298 5 3220 5 35 5 
358 440 4 3853 5 2439 5 3315 5 39 5 
359 575 5 4017 5 2339 5 3119 5 33 4 
361 532 5 3996 5 2310 5 3215 5 37 5 
369 574 5 4005 5 2224 5 3254 5 41 5 
373 517 5 4003 5 2304 5 3186 5 40 5 
378 571 5 3976 5 2308 5 3088 5 148 1 
382 576 5 3994 5 2300 5 3160 5 57 5 
383 575 5 4007 5 2347 5 3087 5 60 5 
385 583 5 3990 5 2327 5 3125 5 65 5 
389 609 5 3989 5 2143 4 3285 5 53 5 
393 575 5 3813 5 2379 5 3190 5 127 2 
394 577 5 3992 5 2172 4 3285 5 53 5 
400 565 5 3992 5 2440 5 3031 4 64 5 
402 564 5 3916 5 2340 5 3209 5 64 5 
412 591 5 4003 5 2284 5 3158 5 57 5 
417 477 5 4030 5 2318 5 3196 5 66 5 
418 403 3 4192 4 2292 5 3133 5 63 5 
422 590 5 3985 5 2240 5 3175 5 85 5 
428 562 5 3952 5 2404 5 3125 5 45 5 
430 590 5 3992 5 2314 5 3098 5 94 5 
437 587 5 3989 5 2281 5 3141 5 89 5 
438 489 5 3992 5 2318 5 3244 5 27 4 
442 552 5 3991 5 2348 5 3154 5 29 4 
445 405 3 4100 5 2296 5 3195 5 89 5 
451 582 5 3976 5 2354 5 3132 5 46 5 
455 690 3 4428 1 1896 1 3012 4 52 5 
460 605 5 3433 1 2791 1 3173 5 86 5 
464 609 5 3986 5 2350 5 3105 5 37 5 
467 560 5 3989 5 2364 5 3116 5 58 5 
469 571 5 3940 5 2332 5 3137 5 103 4 
476 592 5 3956 5 2375 5 3095 5 69 5 
480 608 5 3990 5 2300 5 3086 5 104 4 
482 489 5 4046 5 2363 5 3130 5 56 5 
493 595 5 3978 5 2352 5 3100 5 51 5 
507 600 5 3922 5 2325 5 3215 5 29 4 
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B-5 

CT ID # Sieve  
#3/4" (g) Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

509 610 5 3943 5 2354 5 3125 5 51 5 
519 590 5 3997 5 2308 5 3114 5 83 5 
526 581 5 4004 5 2263 5 3196 5 47 5 
527 549 5 4016 5 2356 5 3106 5 58 5 
533 515 5 3865 5 2330 5 3310 5 60 5 
534 539 5 4015 5 2312 5 3175 5 49 5 
537 510 5 3580 2 2180 5 3770 1 40 5 
574 563 5 3991 5 2296 5 3190 5 30 4 
578 235 5 1661 1 1112 5 1942 1 51 4 
580 589 5 3948 5 2281 5 3227 5 42 5 
590 599 5 3433 1 2791 1 3173 5 82 5 
595 535 5 3930 5 2228 5 3301 5 97 4 
600 602 5 4002 5 2345 5 3095 5 42 5 

 
Failed       
Passed       
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C-1 
 

APPENDIX - C 
 

Final Scores from Retest for Both Samples A and B 
 
 

CT ID # Sieve  
#3/4" (g) Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

1 5.41 5 35.13 5 20.97 5 38.41 4 0.08 4 
4 5.95 5 34.39 5 21.61 5 37.57 5 0.35 5 
6 4.83 5 40.18 5 23.56 5 30.92 5 0.49 5 

22 6.03 5 37.92 4 28.51 1 32.19 5 1.38 1 
28 5.63 5 33.98 1 28.71 1 31.26 5 0.34 5 
53 6.06 5 38.66 1 17.50 2 37.06 5 0.55 5 
58 5.89 5 34.43 5 21.23 5 38.11 5 0.26 5 
71 5.21 5 34.72 5 21.73 5 37.53 5 0.81 5 
74 5.34 5 34.10 5 22.50 5 37.82 5 0.24 5 
75 5.14 4 31.43 2 25.08 2 37.43 5 0.74 5 
80 5.50 5 34.56 5 22.39 5 37.22 5 0.32 5 
86 2.19 1 41.55 3 22.50 5 33.05 3 0.25 4 
90 4.07 1 39.31 1 19.21 3 36.58 5 0.83 5 
91 3.77 1 40.14 5 23.11 5 32.19 5 0.76 5 
94 4.20 1 36.14 4 24.97 3 34.61 1 0.08 4 

110 6.27 4 39.16 5 22.43 5 31.14 5 0.98 3 
122 6.16 5 31.73 3 24.66 4 36.45 5 0.87 5 
123 6.08 5 32.25 1 30.08 1 31.29 5 0.26 4 
128 4.08 2 38.73 5 26.05 2 30.78 5 0.20 4 
133 5.48 5 39.41 5 23.04 5 31.43 5 0.52 5 
135 5.88 5 37.37 4 24.50 5 31.76 5 0.47 5 
139 4.71 4 39.03 5 25.07 4 30.79 5 0.28 4 
142 4.40 2 36.25 3 21.47 5 37.13 5 0.88 4 
144 4.62 4 36.26 2 27.52 1 31.35 5 0.20 4 
145 6.50 4 32.80 4 22.10 5 38.10 5 0.50 5 
160 7.75 1 35.41 1 24.38 5 31.78 5 0.68 5 
161 6.08 5 34.70 5 20.86 5 38.01 5 0.35 5 
166 5.25 5 34.30 5 22.81 5 37.54 5 0.09 4 
179 5.25 5 35.74 4 23.34 5 35.38 5 0.30 5 
180 5.49 5 39.65 5 21.35 4 32.64 4 0.88 4 
182 5.42 5 34.70 5 22.65 5 36.63 5 0.34 5 
189 9.51 1 31.32 2 21.61 5 36.98 5 0.58 5 
205 5.10 4 35.38 5 24.44 4 34.48 1 0.42 5 
206 5.81 5 34.04 5 22.10 5 37.65 5 0.40 5 
207 5.34 5 37.35 2 19.42 4 37.29 5 0.53 5 
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C-2 
 

CT ID # 
Sieve  
#3/4" 

(g) 
Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

211 5.75 5 39.40 5 23.41 5 30.81 5 0.17 3 
221 6.13 5 38.80 1 23.56 5 37.01 5 0.30 5 
223 6.22 4 38.79 5 21.64 4 32.56 4 0.77 5 
232 4.93 5 38.95 5 23.12 5 31.50 5 1.51 1 
237 5.84 5 37.54 4 24.70 4 31.17 5 0.64 5 
241 6.15 5 39.84 5 22.96 5 30.81 5 0.20 4 
255 5.60 5 33.86 5 22.52 5 37.05 5 0.87 5 
264 5.92 5 39.46 5 22.45 5 31.46 5 0.71 5 
267 5.48 5 34.55 5 23.80 5 36.04 4 0.10 4 
283 5.70 5 34.22 5 21.98 5 37.92 5 0.16 4 
285 5.06 5 39.79 5 22.49 5 31.84 5 0.81 5 
293 5.66 5 35.57 4 20.43 5 37.71 5 0.53 5 
294 5.99 5 39.62 5 23.86 5 30.18 4 0.35 5 
297 5.54 5 35.11 5 21.86 5 37.03 5 0.45 5 
308 6.04 5 32.91 4 21.38 5 39.12 3 0.56 5 
309 5.94 5 39.99 5 22.52 5 31.20 5 0.31 4 
312 5.41 5 36.48 2 25.51 3 31.84 5 0.75 5 
314 5.31 5 39.02 5 23.63 5 31.82 5 0.22 4 
317 5.35 5 34.69 5 22.40 5 37.26 5 0.20 4 
319 6.14 5 34.52 5 22.71 5 36.46 5 0.17 4 
330 4.16 3 41.13 3 14.31 1 39.50 1 0.77 5 
331 5.22 5 34.97 5 22.04 5 37.44 5 0.34 5 
335 6.04 5 39.23 5 23.34 5 30.50 4 0.79 5 
337 5.47 5 35.11 5 21.81 5 37.45 5 0.15 4 
341 5.86 5 38.38 5 23.85 5 31.64 5 0.25 4 
346 6.05 5 39.05 5 23.62 5 31.06 5 0.17 3 
349 5.22 5 34.62 5 20.22 4 39.36 5 0.25 5 
370 5.71 5 34.50 5 21.34 5 38.17 5 0.18 4 
378 6.20 4 39.06 5 23.50 5 31.05 5 0.20 4 
393 5.89 5 38.17 5 23.63 5 31.24 5 0.96 3 
399 5.61 5 35.02 5 21.66 5 37.52 5 0.19 4 
403 6.01 5 34.25 5 22.77 5 36.57 5 0.40 5 
405 5.62 5 34.60 5 24.26 4 35.33 3 0.18 4 
407 5.62 5 34.09 5 22.77 5 37.36 5 0.12 4 
413 5.72 5 37.14 3 24.50 5 31.84 5 0.80 5 
443 5.20 5 21.25 1 41.13 1 31.40 1 0.99 4 
444 4.96 4 37.13 2 25.93 2 31.33 1 0.55 5 
455 6.13 5 39.43 5 23.31 5 30.57 5 0.57 5 
460 5.64 5 34.84 1 27.61 1 31.39 5 0.14 3 
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C-3 
 

CT ID # 
Sieve  
#3/4" 

(g) 
Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

479 5.41 5 29.07 1 27.37 1 37.29 5 0.72 5 
490 6.34 5 36.44 3 19.84 4 36.72 5 0.66 5 
511 5.80 5 36.02 4 21.44 5 37.32 5 0.40 5 
530 6.27 4 40.00 5 21.87 5 28.21 1 0.20 4 
578 5.18 5 39.93 5 21.11 3 33.05 3 0.73 5 
587 6.29 5 35.03 5 20.32 5 37.31 5 0.78 5 
590 6.40 4 38.68 5 22.94 5 31.34 5 0.63 5 

 
 

APPENDIX - D 
 

Final Scores from Witness Test for Samples A and B 
 

CT ID # Sieve  
#3/4" (g) Score Sieve  

#1/2" (g) Score Sieve  
#3/8" (g) Score Sieve  

#4 (g) Score PAN 
(g) Score 

205 4.28 2 38.06 1 20.63 3 36.49 4 0.43 5 
22 5.18 5 38.43 5 23.43 5 31.91 5 0.90 5 
53 5.04 5 35.30 5 21.83 5 37.23 5 0.49 5 
75 4.18 2 36.33 3 22.31 5 36.90 5 0.19 4 
86 5.61 5 39.20 5 23.08 5 31.61 5 0.51 5 
90 4.89 4 34.18 5 22.43 5 38.13 5 0.38 5 
91 3.77 2 40.14 5 23.11 5 32.19 3 0.76 5 
94 6.28 5 34.08 5 22.00 5 35.93 3 1.71 1 

123 11.12 1 27.85 1 28.37 1 31.93 5 0.65 5 
141 3.27 1 36.87 2 21.96 5 37.57 5 0.33 5 
142 4.44 3 36.00 3 20.99 4 37.66 5 0.66 5 
160 7.23 5 37.15 5 23.26 5 31.98 4 0.37 4 
189 9.51 1 31.32 1 21.61 5 36.98 5 0.58 5 
207 7.48 5 32.96 4 22.68 5 36.24 3 0.63 5 
221 5.09 5 34.94 5 21.78 5 37.35 5 0.68 5 
232 4.97 5 39.28 5 23.31 5 31.76 5 1.51 3 
330 4.16 4 41.13 5 22.24 5 31.58 5 0.77 5 
443 6.07 5 34.50 5 21.36 5 37.64 5 0.44 5 
444 4.71 4 34.13 5 22.98 4 37.10 5 1.09 3 
479 5.45 5 35.26 5 22.30 5 37.58 5 0.30 5 
587 6.29 5 35.03 5 20.32 3 37.31 5 0.78 5 
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