
Test ID Numbers for Performance Graded (PG) Asphalt Binders
PRODUCT TYPE
PG 58-22
PG 64-10
PG 64-16
PG 64-28
PG 70-10

TEST ID TEST METHOD TEST NAME UNIT DECIMAL
PLACES

40608 AASHTO T313 Creep Stiffness on Residue from PAV MPa 1
40610 AASHTO T313 M-Value on Residue from PAV Slope 3
40616 AASHTO T315 G*/sinDelta on RTFO Residue KPa 3
40622 AASHTO T315 G*/sinDelta on Original Binder KPa 3
40624 AASHTO T315 G*sinDelta on Residue from PAV KPa 1
40625 AASHTO T315 G*sinDelta on Residue from PAV + 3°C KPa 1
40626 AASHTO T51 Ductility on RTFO Residue cm 1
40628 AASHTO T48 Flash Point °C 0
40630 AASHTO T44 Solubility of Bituminous Material % 1
40632 AASHTO T228 Specific Gravity (none) 4
40634 AASHTO T316 Rotational Viscosity Pa·s 3
40636 AASHTO T240 Mass Change after RTFO, Plus or Minus % 3
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